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TUTKIMUS

Tama kohde on osa Viides ulottuvuus
-tutkimusohjelman koeviherkattojen sarjaa.
Viherkatolla vahennetaan tehdasalueella
syntyvan huleveden maaraa ja tutkitaan
biohiilen ja sienijuuren eli mykorritsan
vaikutusta betonimurskapohjaisessa
kasvualustassa valumaveden laatuun,
maaperaelainyhteisoon ja kasvien kasvuun.
Tiilimurskapohjainen kasvualusta toimii
verrokkina betonimurskeelle.

Kierratysmateriaalien kaytto katon
kerroksissa tekee viherkatosta erityisen:
testaamme kompostimultaa, kevytbetonin
sivutuotteena syntyvaa kevytmursketta,
grillihiilien tuotannon sivutuotteena syntyvaa
biohiilta, lumppukuidusta tehtya huopaa ja
Lahden Vesijarven kunnostuksen yhteydessa
rannoilta niitettya jarviruokoa.

KOHDE

Viherkatto sijaitsee Rakennusbetoni- ja
Elementti Oy:n teollisuusrakennuksen katolla
Hollolan Kukonkoivussa ja on osa
rakennusten hulevesien hallinnan ohjelmaa.

« Pinta-ala 84 m2, kaltevuus 1:100

« 25 koealaa, kunkin koko 1.6 x 2.1 m

« Viherkaton paino on n. 180 kg/m?
(taysmarkana ilman lumikuormaa)

RESEARCH

The roof belongs to the series of experiments,
created jointly by University of Helsinki, Fifth
Dimension — Green Roofs in Urban Areas -
research programme. Green roof reduces the
amount of stormwater coming from the
factory area. We study how biochar and
mychorriza in crushed waste concrete
substrate affect the runoff quality, soil animal
community and the growth of plants.

A specific feature is the use of recycled
materials in roof layers: below concrete
waste/compost mixture is recycled cloth and
common reed (Phragmites australis), cut
from nearby Lake Vesijarvi.

THE SITE

The green roof is located in Hollola,
Kukonkoivu, on the top of an industrial
building in Rakennusbetoni- ja Elementti
concrete factory. Green roof is part of the
stormwater management programme of the
factory area.

« Roof area 84 m?, slope 1:100

25 experimental plots, each 1.6 x 2.1 m
Wet weight of the green roof is ca. 180
kg/m? (without snow load)
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Keto- ja niittykasveja: astiataimet ja siemenkylvd o -Dry meadow plants established as plug plants and seeds
10 cm kevytbetonimurska, kompostimulta, 10 cm concrete waste, compost mull, wood chips and in
puukuorike ja biohiilikasittelyissa murskattu hiili biochar treatments crushed charcoal of willow origin
Vesijarvelta niitetty jarviruoko 5 cm-— % = Common reed from Lake Vesijarvi ca. 5 cm
Kierratyskuidusta valmistettu huopa— Cloth made of recycled fibres

Laatikot on vuorattu vedenpitaviksi muovikatteella

The boxes are lined with waterproof plastic roofing
membrane

s ww.,r 53

i

CII:""'RAKENNUSBETONI-

VIIDES ULOTTUVUUS - VIHERKATOT OSAKSI KAUPUNKIA

Viides ulottuvuus on tieteidenvalinen tutkimus- ja kehittamishanke.
Tarkastelemme viherkattoja seka luonnon monimuotoisuuden etta
ekologisen, sosiaalisen ja taloudellisen kestavyyden nakokulmasta.

FIFTH DIMENSION — GREEN ROOFS IN URBAN AREAS

The Fifth Dimension is an inter- and transdisciplinary research
program. We study green roofs from the perspectives of biodiversity
and ecological, social and economical sustainability.
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